
Academic Year – April 2022– June 2023 

S. No Date  Name of Organisation Details of Test Name of the Faculty  
Amount 

Gene
rated 

1.  09.01.2023 

Atharva Associates, 
Undirmikudakulam, 
Virudhunagar.   

 

Compressive Strength 
of Concrete Cubes 

Mr.P.Rajeswaran 600 

2.  05.04.2023 
Thangapandian Bricks and 
Lorry Services, Madurai. 

Compressive Strength 
and Water Absorption  
of Concrete Paver 
Blocks  

Mr.P.Rajeswaran & 
Dr.A.M.Arunmohan 

2800 

3.  06.04.2023 
Sree Kaveri Transports, 
Thiruchuzhi. 

Compressive Strength 
of Concrete Cubes 

Mr.P.Rajeswaran & 
Dr.K.Arumugam 

600 

4.  10.04.2023 
Sree Kaveri Transports, 
Thiruchuzhi. 

Compressive Strength 
of Concrete Cubes 

Mr.P.Rajeswaran & 
Dr.K.Arumugam 

600 

5.  19.04.2023 
Mohan Fly Ash Bricks Pvt 
Ltd, Thirumangalam. 

Compressive Strength 
of Fly Ash bricks 

Mr.P.Rajeswaran  1500 

6.  08.05.2023 
Sree Kaveri Transports, 
Thiruchuzhi. 

Compressive Strength 
of Concrete Cubes 

Mr.P.Rajeswaran  1200 

7.  10.06.2023 
Pollax Solar Pvt Ltd, 
Ottapitaram 

Compressive Strength 
of Concrete Cubes 

Mr.P.Rajeswaran 6000 



 

 

S. 
No Date of Test Name of Organisation Details of Test Name of the Faculty 

Amount 
Generated 

Academic Year – April 2021– March 2022 
 
1. 

 
16.07.2021 

 
Kunthavai Telecom Pvt Ltd. 

Compressive Strength 
of Concrete Cubes 

 
P.Rajeswaran 

 
600 

 
2. 

 
02.08.2021 Rich Green Power & Infra, 

Palayamkottai 
Compressive Strength 
of Concrete Cubes 

 
P.Rajeswaran 

 
1800 

 
3. 

 
13.08.2021 

Kishna Power Pvt Ltd, 
Palayamkottai 

Compressive Strength 
of Clay Bricks 

 
P.Rajeswaran 

 
1500 

 
4. 

 
19.08.2021 

DGM Kriyas Infrastructures 
Pvt Ltd. 

Compressive Strength 
of Concrete Cubes 

P.Rajeswaran& 
M.Mohamed MeeraMaidheen 

 
600 

 
5. 

 
31.08.2021 

 
Kriyas Infrastructures Pvt Ltd. 

 
Compressive Strength 
of Concrete Cubes 

 
P.Rajeswaran 

 
600 

 

6. 

 

02.09.2021 

 
Kriyas Infrastructures Pvt Ltd. 
Chennai 

 
Compressive Strength 
of Concrete Cubes 

 
P.Rajeswaran& 
Dr.B.Jeyaprabha 

 

1200 

8.  17.12.2022 

Er.M.Balaji,Assistant  

Engineer, Panchayat Union, Kariapatti

 

Compressive Strength 
of Concrete Cubes 

Mr.P.Rajeswaran 15050 

Total Amount   Rs.28350/- 



 

 
7. 

 
02.09.2021 

 
AE Gundar Basin Govt of 
Tamilnadu Section-1,Kariapatti 

 
Compressive Strength 
of Concrete Cubes 

 
P.Rajeswaran& 
Dr.B.Jeyaprabha 

 
4200 

 
8. 

 
06.09.2021 

 
Kriyas Infrastructures Pvt Ltd. 

Compressive Strength 
of Clay Bricks 

 
P.Rajeswaran 

 
2500 

 
9. 

 
24.12.2021 

 
Ramco Cements Pvt Ltd, 
Madurai 

 
Compressive Strength 
of Concrete Cubes 

 
Dr.B.Jeyaprabha& 
P.Rajeswaran 

 
450 

 

10. 

 

31.12.2021 

 

Santhosh Construction Pvt Ltd. 

 
Compressive Strength 
of Concrete Cubes 

 

P.Rajeswaran 

 

1200 

 
 
 
11. 

 
 
 
06.01.2022 

 
 
 
JS Builders,Narikudi 

 
 
Compressive Strength 
of Concrete Cubes 
and Mould Rent 

 

 
P.Rajeswaran& 
Dr.B.Jeyaprabha 

 
 
 

3900 

 
 

 
Total Amount 

 
 

 
Rs.18850/- 



 

Academic Year April 2020-March2021 

 
1 

 
16.07.2021 

 
Kunthavai Telecom Pvt Ltd. 

Compressive Strength 
of Concrete Cubes 

 
P.Rajeswaran 

 
600 

 
2 

 
02.08.2021 

Rich Green Power & Infra, 
Palayamkottai 

Compressive Strength 
of Concrete Cubes 

 
P.Rajeswaran 

 
1800 

 
3 

 
13.08.2021 

Kishna Power Pvt Ltd, 
Palayamkottai 

Compressive Strength 
of Clay Bricks 

 
P.Rajeswaran 

 
1500 

 
4 

 
19.08.2021 

DGM Kriyas Infrastructures Pvt 
Ltd. 

Compressive Strength 
of Concrete Cubes 

P.Rajeswaran& 
M.MohamedMeeraMaidheen 

 
600 

 
5 

 
31.08.2021 

 
Kriyas Infrastructures Pvt Ltd. 

Compressive Strength 
of Concrete Cubes 

 
P.Rajeswaran 

 
600 

 

 
6 

 

 
02.09.2021 

 
 
Kriyas Infrastructures Pvt Ltd. 
Chennai 

 
 
Compressive Strength 
of Concrete Cubes 

 
 
P.Rajeswaran& 
Dr.B.Jeyaprabha 

 

 
1200 

 
7 

 
02.09.2021 

 
AE Gundar Basin Govt of 
Tamilnadu Section-1,Kariapatti 

 
Compressive Strength 
of Concrete Cubes 

 
P.Rajeswaran& 
Dr.B.Jeyaprabha 

 
4200 



 

 
8 

 
06.09.2021 

 
Kriyas Infrastructures Pvt Ltd. 

Compressive Strength 
of Clay Bricks 

 
P.Rajeswaran 

 
2500 

 

9 

 

24.12.2021 

 
Ramco Cements Pvt Ltd, 
Madurai 

 
Compressive Strength 
of Concrete Cubes 

 
Dr.B.Jeyaprabha& 
P.Rajeswaran 

 

450 

 

10 

 

31.12.2021 

 

Santhosh Construction Pvt Ltd. 

 
Compressive Strength 
of Concrete Cubes 

 

P.Rajeswaran 

 

1200 

 
 

11 

 
 

06.01.2022 

 
 
JS Builders,Narikudi 

 
Compressive Strength 
of Concrete Cubes 
and Mould Rent 

 

P.Rajeswaran& 
Dr.B.Jeyaprabha 

 
 

3900 

Total Amount  Rs.18850/- 

Academic Year – Apr 2019-Mar 2020 

 
1 

 
07.07.2020 

V.Ramachandran, DCE, Junior 
Engineer PWD/WRD, Gundar 

Basin Section – I, Kamuthi 

Soil Test 
(2 Samples) 

 
Mr.R.Karuppasamy 

 
6000 

 
2 

 
07.07.2020 

K.Kannan,B.E, Assistant 
Engineer PWD/WRD, Gundar 
Basin Section – II, Kadaladi. 

Soil Test 
(4 Samples) 

 
Mr.R.Karuppasamy 

 
12000 

 
3 

 
11.06.2020 

Genga Industries, No.3, Bypass 
road, Virudhunagar 

Compressive 
Strength of Paver 

Blocks 

 
Dr.A.M.Arun Mohan 

 
4500 

4 19.11.2019 Shree VinayagaPvt Ltd, 
Compressive 

Strength of Concrete 
Mr.P.Rajeswaran 1200 



 

  54Udumalaipettai,Thiruppu Cubes   

 
5 

 
28.09.2019 

 
Nandha Builders, Namakkal. 

Compressive 
Strength of Concrete 

Cubes 

 
Mr.P.Rajeswaran 

 
600 

 
6 

 
21.09.2019 

 
AM Associates Pvt Ltd, Salem 

Compressive 
Strength of Concrete 

Cubes 

Dr.B.Jeyaprabha&Mr.P.Rajesw 
aran 

 
600 

 
7 

 
12.09.2019 

Annai Associates Pvt Ltd, 
Madurai 

Compressive 
Strength of Concrete 

Cubes 

 
Mr.P.Rajeswaran 

 
600 

Total Amount Rs.25,500/- 



 

Academic Year Apr 2018-Mar 2019 
 

 

 

S.No Date of Test Name of Organisation Details of Test Amount Generated 
1  

14.03.2019 
 

S.M.Projects, Pudukkottai. 
Compressive 

Strength of Concrete 
Cubes 

 
2400 

2  
04.03.2019 

 
S.M.Projects, Pudukkottai. 

Compressive 
Strength of Concrete 

Cubes 

 
2400 

3  
27.02.2019 

Mahindra & Mahindra Pvt 
Ltd, Madurai 

Compressive 
Strength of Concrete 

Cubes 

 
2400 

4  
27.02.2019 

 
S.M.Projects, Pudukkottai. 

Compressive 
Strength of Concrete 

Cubes 

 
1200 

5  
13.02.2019 

Mahindra & Mahindra Pvt 
Ltd, Madurai 

Compressive 
Strength of Concrete 

Cubes 

 
1800 

6  
19.01.2019 

 
S.M.Projects, Pudukkottai. 

Compressive 
Strength of Concrete 

Cubes 

 
1200 

7  
18.01.2019 

 
S.M.Projects, Pudukkottai. 

Compressive 
Strength of Concrete 

Cubes 

 
1200 

8  
31.12.2108 

Mahindra & Mahindra Pvt 
Ltd, Madurai 

Compressive 
Strength of Concrete 

Cubes 

 
1800 

9  
11.12.2018 

Mahindra & Mahindra Pvt 
Ltd, Madurai 

Compressive 
Strength of Concrete 

Cubes 

 
600 

10 07.12.2018 Mahindra & Mahindra Compressive 1800 



 

  PvtLtd, Madurai Strength of Concrete 
Cubes 

 

11  
03.12.2018 

Mahindra & Mahindra Pvt 
Ltd, Madurai 

Compressive 
Strength of 

Concrete Cubes 

 
600 

12  
26.11.2018 

Mahindra & Mahindra Pvt 
Ltd, Madurai 

Compressive 
Strength of Concrete 

Cubes 

 
600 

13  
19.11.2018 

Mahindra & Mahindra Pvt 
Ltd, Madurai 

Compressive 
Strength of Concrete 

Cubes 

 
600 

14  
26.10.2018 

Annai Associates Pvt Ltd, 
Madurai – 20 

Compressive 
Strength of Concrete 

Cubes 

 
3600 

15  
21.09.2018 

Ramco Cements Ltd, 
Madurai 

Compressive 
Strength of Concrete 

Cubes 

 
450 

16  
17.09.2018 

Annai Associates Pvt Ltd, 
Madurai – 20 

Compressive 
Strength of Concrete 

Cubes 

 
4800 

17  
06.09.2018 

Annai Associates Pvt Ltd, 
Madurai – 20 

Compressive 
Strength of Concrete 

Cubes 

 
2400 

18  
31.08.2018 

Annai Associates Pvt Ltd, 
Madurai – 20 

Compressive 
Strength of Concrete 

Cubes 

 
3000 

19  
31.08.2018 

Annai Associates Pvt Ltd, 
Madurai – 20 

Compressive 
Strength of Concrete 

Cubes 

 
1800 

20  
27.07.2018 

Bondada Engineering Pvt 
Ltd, Madurai 

Compressive 
Strength of Concrete 

Cubes 

 
600 

21 03.07.2018 Annai Associates Pvt Ltd, Compressive 3000 



 

  Madurai – 20 Strength of Concrete 
Cubes 

 

22  
21.06.2018 

Annai Associates Pvt Ltd, 
Madurai – 20 

Compressive 
Strength of Concrete 

Cubes 

 
6600 

23  
18.06.2018 

Arawind Construction Pvt 
Ltd, Salem – 09 

Compressive 
Strength of Concrete 

Cubes 

 
7200 

24  
13.06.2018 

Bondada Engineering Pvt 
Ltd, Madurai 

Compressive 
Strength of Concrete 

Cubes 

 
600 

25  
13.06.2018 

Bondada Engineering Pvt 
Ltd, Madurai 

Compressive 
Strength of Concrete 

Cubes 

 
600 

26  
04.06.2018 

Annai Associates Pvt Ltd, 
Madurai – 20 

Compressive 
Strength of Concrete 

Cubes 

 
6600 



 

Academic Year From 2011-Mar 2018 
 

 

 

  
Year&Sem 

No. of 
Consultancy 

Works 

 
Details of Works 

 
Amount Generated 

 
 

1. 

 
 

2017 – 2018 

 
 

41 

1. Compressive Test on fly ash bricks 
2.Compression Test on Concrete cubes 
3. Compressive Test on Paver Blocks. 
4.Compressive strength test for 
Cement 

 
 

Rs.64,300/- 

 
 
 

2. 

 
 
 

2016-2017 

 
 
 

8 

1. Compressive strength on Cement 
Mortar 
2. Compressive Strength test and water 
absorption test on fly ash 
3.Compressive strength test and water 
absorption test on paver blocks 
4.Compressive strength test on 
Concrete cubes 
5.Compressive strength of beams 

Rs.10,200/- 

 
 
 
 
 

3. 

 
 
 
 
 

2015- 2016 

 
 
 
 
 

28 

1.Compression test on concrete cubes 
2.Compression test for bricks 
3. Waste water treatment using BOD 
and Cod 
analysis. 
4. Impact value of Granular sub base 
grading – I 

5. Mix design of M25 grade concrete 
6. Compressive strength test on fly ash 
bricks. 
7. Gradation Test 
8. Crushing Strength test on Coarse 

Rs.1,12,000/- 



 

 

 

 

   aggregate. 
9. Testing of Optimum Moisture content 
and Maximum dry density, liquid limit, 
plastic limit of soil 
10. Sieve Analysis 
11. Impact test 
12.Water absorption test 
13. CBR test. 
14. Combined flakiness and 
ElongationIndices. 
15. Compression Test on Cylinder. 
16.Testing of Moorum as per IS 1720 

 

 
4. 

 
2014–2015 

 
8 

1.Compression test on paver blocks 
2.Compression test on concrete cubes. 
3.Compression Test on cylinder. 

Rs.9,800/- 

5. 2013–2014 2 1. Tensile strength test for steel rods. Rs.3,500/- 
6. 2012–2013 NIL NIL NIL 

7. 2011–2012 5 
1. Tensile strength test for steel rods. 

2. Compression test on bricks 
. Rs.9,000/- 


